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1. Introduction

Silver (Ag) and gold (Au) nanoparticles (NPs) have emerged in

recent decades as useful chemical tools, owing to their broad

applications in medicine,[1] in (micro)biology,[2] as chemical sen-
sors[3] and catalysts,[4] among others. The properties of Au or

Ag colloidal systems are a combination of the Au and Ag own
properties and the properties created by the molecular system

used to decorate them when the nanomaterial is made.

Ag and Au metal NPs present extraordinary size-dependent

optoelectronic properties, derived from the collective oscilla-

tion of conduction electrons produced by visible light. This
phenomenon is known as surface plasmon resonance (SPR).

The SPR is tunable, and thus the frequency can be modified by
changes in NP composition, size, shape, or spatial disposition.[5]

In addition, metal NPs are sensitive to their local environ-
ment. The aforementioned phenomena have opened new pos-

sibilities for using such NPs as new chemo-nano-sensors.[6] Fur-

ther important intrinsic characteristics of this type of nanoma-
terial are its oxidative properties, its chemical affinity, and its

chemical reactivity. Moreover, the nanoscale dimension allows
implementation in biological and biomedical applications.[7] In

addition, the properties of these nanomaterials can be modu-
lated through specific functionalization.[8]

Reports about the functionalization of pre-synthesized

AgNPs with tetracycline (TC) have been described recently,[9, 10]

and Shen and co-workers have reported the ability of TC to
reduce Au under specific conditions.[11] To the best to our
knowledge, the simultaneous synthesis of AgNPS by using TC

as a co-reducer and stabilizing agent has not previously been
reported. Thus, following our research line in functionalized

nanomaterials,[12] we report the first synthesis of gold- and

silver-based nano-TC composites.

2. Results and Discussion

2.1. Synthesis of AgNPs@TC and AuNPs@TC

Nishimura et al. have reported that the pH of the medium can

control the reduction of Ag ions in the presence of complexing
molecules.[13] By using this strategy, we synthetized Ag NPs

with TC in basic pH conditions under temperature stimulation.
These nanocomposites can be stabilized and functionalized

with TC through weak bonds in a simple procedure. TC is
a complex molecule with different tautomeric forms, which

A new synthetic methodology of water-soluble gold and silver
nanoparticles (AuNPs@TC and AgNPs@TC), using the antibiotic

tetracycline (TC) as co-reducing and stabilizing agent, is report-
ed. Both colloids exhibit high water stability. The average sizes
obtained were 25�10 and 15�5 nm, respectively. Both com-

posites were tested against TC-resistant bacteria, presenting an
increasing antibacterial effect in the case of AgNPs@TC. The
sensing towards metal ions was also explored. An interesting

and reversible affinity of AuNPs@TC towards AlIII cations in an
aqueous system was also observed.
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makes it difficult to determine the structure on the surface of
the NPs. However, we assume that TC can interact with Ag

ions at the amide position, owing to the affinity observed be-
tween Ag ions and the amide group.[14] TC presents four acidic

hydrogens, which can deprotonate in water, Ha, Hb, Hc, and
Hd, with pKa values of 3.3, 7.3, 9.0, and 11.8 respectively (see

Figure S1 in the Supporting Information).[15]

The protonated species of TC shows very low solubility in
water. By using sodium hydroxide as a strong base, it is possi-

ble to deprotonate the molecule, reducing the Ag ions present
in solution at the same time.

Figure S2 depicts a NaOH-based UV/Vis titration of TC in
DMSO (1.10¢5 m). The presence of four isosbestic points at ap-

proximately 265, 282, 305, and 376 nm confirms the presence
of different deprotonated species in water. The system is fully

stabilized with the addition of three equivalents of NaOH. To

ensure the effective deprotonation of the TC, four equivalents
of NaOH were used in our experiments. We observed that the

optimal molar ratio of AgNO3/TC/NaOH for the synthesis of
these NPs was 1:6:24.

The reaction was carried out at boiling temperature to pro-
mote silver nitrate reduction. Preheated (80 8C) basic TC solu-

tion was rapidly added to the boiled silver solution. A rapid ad-

dition of the preheated solution should create a lower temper-
ature gradient, shortening the nucleation process. This reaction

solution exhibits a yellow/brown color. After two centrifugation
cycles, the AgNPs@TC colloidal system presents the character-

istic yellow color of Ag colloids. The AgNPs@TC composites
presents an intense SPR band centered at about 403 nm. By

using transmission electron microscopy (TEM), a quasi-spherical

shape with an average size of 15�5 nm was observed (see
Figure 1 a).

The yellow colloidal water solution was stable for several
weeks. The properties of this colloidal solution are pH depen-

dent. Indeed, according to our UV/Vis studies, an intense SPR
band is observed at about 403 nm at pH 5.5. For a pH value

lower than 4, a decrease in intensity of the SPR band centered

about 403 nm is observed, and a new SPR band centered at
about 474 nm appears simultaneously. This colloidal solution

changes from yellow to orange (see Figure 2 a). This phenom-
enon is attributed to a plasmonic coupling of discrete units of
NPs. This coupling takes place as a result of the protonation of
the pH-dependent sites present on TC, leading to a decrease

in the formal charge of the NP surface. This observation is con-
sistent with the protonation values of TC obtained in the
literature.

A study of the zeta potential (Z) versus pH was performed
to confirm the above hypothesis. Between pH 4 and 12, the

AgNPs@TC composites show a negative surface charge rang-
ing between ¢32 and ¢28 mV. This further confirms the stabi-

lization of the colloidal system by the negative charges located
on the TC. However, at acidic values, between pH 2 and 4, the
zeta potential was close to zero, and thus there are no charges
stabilizing the particles. This increases particle aggregation.
This aggregation is observed with the naked eye by the color

change from yellow to orange, as mentioned above. These
findings are in agreement with the pKa values of the TC; in

fact, at pH values lower than 3.3, TC should be fully protonated

(see Figure 2 a). To compare the antibacterial activity of

AgNPs@TC composites, AuNPs@TC NPs were synthesized fol-
lowing the same protocol. This Au-based nanocomposite was

synthetized to control whether the antibacterial activity of the
Ag-based nanocomposite was influenced by free Ag ions.[16] It

is well known that gold is biocompatible, thus exhibiting low
antibacterial activity.[17] The functionalized AuNPs@TC material

Figure 1. UV/Vis absorption spectra, color solution, histogram, and TEM
images of AgNPs@TC (a), AuNPs@TC (b), and AgNPs@TC-2 (c).
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presents an SPR band at about 530 nm, as confirmed by their
pink–red color. This result is in agreement with the average

size of these gold NPs, 25�10 nm (see Figure 1 b). As it was

observed previously with the AgNPs@TC, the AuNPs@TC prop-
erties are pH dependent in water (see Figure 2 b). TC shows

different stability depending on the reaction time and temper-
ature used. As previously reported in the literature, TC has

a stronger sensitivity to moderate temperature for longer peri-
ods than to higher temperature for short periods of time. Ei-

senhart et al. have previously reported that 90 % of the TC

ligand is stable for 1 h at 90 8C.[18] TC is also sensitive to light
radiation.[19] Taking this information in mind, a second batch of

AgNPs@TC-2 was prepared. Now the reaction time was 15 min,
and the synthesis was carried out in the dark. We observed

a decrease in the yield of nanomaterial obtained under such
conditions. The spectroscopic profile shows a SPR band cen-

tered at 400 nm with a shoulder at higher wavenumber. TEM

images showed a greater degree of monodispersity when
compared to AgNPs@TC (see Figure 1 c).

2.2. Metal Sensing Applications

It is well documented that free TC shows effective interactions

with divalent and trivalent metal cations in solution.[20, 21] To de-

termine any potential metallic interferences during the bacteri-
al studies, and to explore the application as a nanosensor in

water, both metallic composites were studied in the presence
of Na+ , K+ , Hg+ , Mg2 + , Ca2 + , Mn2+ , Cu2 + , Zn2 + , Cd2 + , Hg2+ ,

Pb2+ , Cr3+ , Fe2 + , Fe3 + , Al3+ , Ga3 + , and In3 + ions. Under our
conditions, neither of the systems shows any remarkable inter-

action with the metal ions studied, with the exception of triva-

lent cations. The strongest affinity was observed towards Al3+ .
It is interesting to note that the pink–red colloidal solution of

AuNPs@TC shows greater sensitivity (nm range) towards this
metal when compared to the AgNPs@TC system (mm range).

Moreover, the addition of 500 nm Ga3 + or 500 nm In3 + pro-
motes a change in the color from red to violet (see Figure S3).

The results obtained for the AgNPs@TC composites are
showed in Figure S4.

As a result of the interaction between Al3 + and the
AuNPs@TC system, the SPR bands shifted to lower energy

values (redshift). This confirms the aggregation as a result of
lower negative surface charge.

The net negative charged surface in the gold system, owing
to the presence of the TC oxygen atoms, produces a high af-

finity for trivalent metal cations. Moreover, the larger size ob-

tained with the AuNPs@TC composite induces an increase in
sensitivity when compared with the smaller silver material. The

increase in the average size of NPs produces a lower surface
area of the resulting colloidal system, indicating minor TC mol-

ecules functionalized onto the surface of the NPs.
With the intention of generating a naked-eye colorimetric

system, solutions with different SPR absorptions were used.

The AuNPs@TC solution producing a color that can be seeing
by the naked eye has an absorption value of 0.2 (see Fig-
ure 3 a). Spectroscopic studies using solutions with lower SPR
absorption (0.1) showed an improvement in sensitivity towards

Al3 + . However, solutions with low SPR absorption cannot be
seen by the naked eye (see Figure S5).

The naked-eye sensing ability for Al3+ was observed for alu-

minum concentrations ranging between 200 and 500 nm.
Below 200 nm, the AuNPs@TC exhibits a pink color, moving to

blue for Al3 + concentrations between 200 and 500 nm. For
concentrations higher than 500 nm, the system moves to blue

(see Figure 3 a and Figure S6).
As can be seen in Figure 3 b, large NP aggregates were ob-

served when the AuNPs@TC composite was mixed with

a 500 nm Al3 + solution. The spatial arrangement of the colloi-
dal system in solution was studied by dynamic light scattering

(DLS) analysis. A value of 34.03 nm (volume distribution data)
was obtained for the free AuNPs@TC composite. Following the

addition of 500 nm of Al3 + , this value increases to 381.73 nm
(volume distribution data). The formation of aggregates in so-
lution produced by the interaction with Al3+ is supported by

the results obtained in the analysis of Z potential. Indeed, the
Z potential of the AuNPs@TC system presents a value of
¢27.4 mV cm¢1, and this value rises to ¢14.16 mV cm¢1 after
the addition of 500 nm Al3 + .

To explore the reversibility, the AuNPs@TC-Al colloidal
system was treated with an EDTA solution. Interestingly, our

system recovers its initial optical properties as a result of the
complexation of Al3 + cations by the EDTA molecule (see Fig-
ure 3 b and Scheme 1).

2.3. Exploring Antibacterial Activity

As a potential application, the NPs were tested as a bactericidal.

To this end, E. coli and S. aureus bacteria, susceptible to TC or

resistant to TC, were used. The AuNPs@TC composites were
not found to be bactericidal (data shown in Table 1, MBC) and

were also not able to inhibit the growth of E. coli and S. aureus
resistant to TC. However, these NPs were able to inhibit the

growth of susceptible E. coli and S. aureus. AgNPs@TC compo-
sites were found to inhibit growth as well as to kill 1) E. coli

Figure 2. UV/Vis absorption spectra, Z potential and color solution of
AgNPs@TC (a) and AuNPs@TC (b) as a function of pH (pH between 2 and
11).
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susceptible and resistant to TC, and 2) S. aureus susceptible to

TC. The best performance was obtained with the AgNP@TC-2
composite, as it was found to inhibit and to kill E. coli suscepti-

ble and resistant to TC as well as S. aureus susceptible to TC.
However, it fails to kill TC-resistant S. aureus at the maximum

assayed concentration level. When the bactericidal effects of
the nanocomposites are compared with that of TC alone, the

amount of TC required is equal or considerably lower. This

finding is in agreement with previous studies.[24, 25]

Gold NPs are known to be non-cytotoxic, biocompatible,

and useful therapeutic drug-delivery vehicles.[17, 26, 27] In this
context, we determined that AuNPs@TC is, in fact, nontoxic to

bacteria, as it was possible to recover viable bacteria after 36 h
of growth in the presence of our AuNPs@TC composite. Al-

though it is not bactericidal, gold NPs functionalized with TC

are capable of inhibiting TC-susceptible Gram-negative and
Gram-positive bacteria.

Silver NPs are effective antimicrobial agents, despite the ad-
verse effects of toxicity to both bacteria and eukaryotic cells. In

contrast, the cytotoxicity of gold NPs is quite low.[24, 26] Our re-
sults are in agreement with these facts, as AgNPs@TC showed

an improved bactericidal capability than the gold NPs, which
may arise from the cytotoxicity of silver instead of the nontox-
icity of gold. We concluded that the highest concentration of
Ag NPs in AgNPs@TC solutions leads to a greater bactericidal
and inhibitory effect. As was previously reported, the synergis-

tic effect of Ag and TC is evident in our results, as AgNPs@TC
solutions had a largely enhanced bactericidal proficiency com-

pared to TC.[28] The synergistic effect of Ag and TC is also dem-

onstrated by comparing microbiological results with those
present in the literature by using antibacterial Ag NPs of a simi-

lar size, without TC and stabilized by citrate molecules, against
the same bacteria (different strains).[22] By analyzing the mini-

mum inhibitory concentration (MIC) and minimum bactericidal
concentration (MBC) values obtained, our AgNPs@TC compo-

Figure 3. Spectrophotometric titration of AuNPs@TC with the addition of in-
creasing amounts of Al(NO3)3 and naked-eye detection (a). Reversible colori-
metric change upon addition of EDTA in aqueous solution and TEM images
of AuNPs@TC with the addition of 500 nm of Al(NO3)3 (b).

Scheme 1. Illustrative representation of reversible naked-eye sensing of
AuNPs@TC towards Al3 + .

Table 1. Antimicrobial effect of NPs functionalized with TC, on TC-suscep-
tible and -resistant E. coli and S. aureus strains. (S-susceptible to TC; R-re-
sistant to TC; ND-not determined).

NP sample Strain MIC
[mg mL¢1]

MBC
[mg mL¢1]

pH

AuNPs@TC E. coli K12 ATCC 29425 (S) 6 ND 6.8
E. coli ST648 (R) ND ND 6.8
S. aureus ATCC 25923 (S) 16 ND 6.6
S. aureus ST398 (R) ND ND 6.6

AgNPs@TC E. coli K12 ATCC 29425 (S) 16 20 6.8
E. coli ST648 (R) 25 35.5 6.8
S. aureus ATCC 25923 (S) 16 35.5 6.8
S. aureus ST398 (R) ND ND 7.0

AgNPs@TC-2 E. coli K12 ATCC 29425 (S) 32 32 7.2
E. coli ST648 (R) 40 40 6.8
S. aureus ATCC 25923 (S) 32 40 7.0
S. aureus ST398 (R) 62.3 ND 6.8

TC E. coli K12 ATCC 29425 (S) 0.5 16 6.4
E. coli ST648 (R) 128 256 6.0
S. aureus ATCC 25923 (S) 8 128 6.8
S. aureus ST398 (R) 64 256 6.0

AgNPs 15 nm[22] E. coli ATCC 25922[23] (S) 30 50 ND
E. coli ATCC 10536 (S) 90 110 ND
S. aureus ATCC 25923 (S) 100 110 ND
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site exhibits better antibacterial activity against Gram-negative
and Gram-positive bacteria compared to the Ag NPs stabilized

by an innocent citrate molecule, which requires a higher con-
centration to inhibit bacteria growth.

3. Conclusions

A new one-pot method for the synthesis of Au and Ag NPs,
using TC and sodium hydroxide, has been described. The new

method is less time consuming, requires less handling, and en-
sures that all of the TC used is attached to the composite. The

nanocomposites are stable for several weeks. The average

composite sizes (25�10 and 15�5 nm, for Au and Ag NPs, re-
spectively) guarantees an area-to-volume ratio appropriate to

deliver TC in a quantity sufficient to kill bacteria. Remarkably,
the AgNPs@TC-2 system shows bactericidal abilities against

Gram-negative and Gram-positive TC-susceptible and TC-resist-
ant bacteria, with better results than TC-free and Ag NP equiv-

alents. An additional feature of the nanocomposites described

here is the enormous sensitivity and selectivity towards Al3 + in
water. This finding opens the possibility to use this gold

system as a reversible colorimetric Al3 + nanosensor. Further
studies are in progress, focusing on the functionalization of Ag

and Au NPs with other specific antibiotics.

Experimental Section

Chemicals Materials

Silver nitrate (AgNO3), tetrachloroauric (III) acid (HAuCl4.3 H2O), TC,
sodium hydroxide (NaOH), hydrochloric acid (HCl), sodium chloride
(NaCl), potassium chloride (KCl), mercury(I) chloride (HgCl), magne-
sium(II) trifluoromethanesulfonate [Mg(OTf)2] , calcium trifluorome-
thanesulfonate [Ca(OTf)2] , manganese(II) nitrate tetrahydrate
[Mn(NO3)2.4 H2O], copper(II) nitrate hexahydrate [Cu(NO3)2.6 H2O],
zinc chloride (ZnCl2), cadmium(II) trifluoromethanesulfonate
[Cd(OTf)2] , mercury(II) chloride (HgCl2), lead(II) trifluoromethanesul-
fonate [Pb(OTf)2] , chromium(III) nitrate hexahydrate
[Cr(NO3)2.6 H2O], iron(III) chloride hexahydrate (FeCl3.6 H2O), alumi-
num nitrate hexahydrate [Al(NO3)2.6 H2O], gallium(III) nitrate hexa-
hydrate [Ga(NO3)2.6 H2O], indium(III) perchlorate octahydrate [In(-
ClO4)3.8 H2O], and ethylenediaminetetraacetic acid (EDTA) were pur-
chased from Sigma Aldrich, Strem Chemicals, Fluka, or Panreac,
and used without further purifications.

Water was always Milli-Q grade by Millipore.

The pH value of aqueous solutions was adjusted by using concen-
trated solutions of NaOH and HCl. The pH was measured through
potentiometry.

Preparation of AgNPs@TC

In a two-necked round-bottom flask, a solution of silver nitrate
(4.10¢4 m) in 50 mL Milli-Q water was heated to the boiling point.
Then, a pre-heated (80 8C) mixture of 20 mL of TC (6.10¢3 m,
6 equiv) and NaOH (2.4.10¢2 m, 24 equiv) was added into the solu-
tion. The firstly yellow solution turned dark red after the addition
of the alkaline solution, owing to the silver nitrate reduction. Then,
it turned dark brown. The solution was refluxed for 2 h. The round-
bottom flask was then cooled in an ice/water bath. The NPs were

separated from the supernatant by centrifugation twice at
8000 rpm for 1 h. The pellet was washed once with Milli-Q water at
8000 rpm for 30 min. The final yellow NPs were re-suspended in
15 mL Milli-Q water.

Preparation of AgNPs@TC-2

In a two-necked round bottom flask, a light-protected solution of
silver nitrate (4.10¢4 m) in 50 mL Milli-Q water was heated to the
boiling point. Then, a boiled mixture of 20 mL of TC (6.10¢3 m,
6 equiv) and NaOH (2.4.10¢2 m, 24 equiv) was added into the solu-
tion. The firstly yellow solution became dark red after the addition
of the alkaline solution, owing to the silver nitrate reduction. Then,
it became red–brown. The solution was refluxed for 15 min in dark-
ness. The round-bottom flask was then cooled in an ice/water
bath. The NPs were separated from the supernatant by centrifuga-
tion, twice at 8000 rpm for 1 h. The pellet was washed once with
Milli-Q water at 8000 rpm for 30 min. The final orange NPs were re-
suspended in 15 mL Milli-Q water.

Preparation of AuNPs@TC

In a two-necked round bottom flask, a solution of tetrachloroauri-
c(III) acid (4.10¢4 m) in 50 mL Milli-Q water was heated to the boil-
ing point. Then, a boiled mixture of 20 mL of TC (6.10¢3 m, 6 equiv)
and NaOH (2.4.10¢2 m, 24 equiv) was added into the solution. The
firstly yellow solution became dark red after the addition of the al-
kaline solution, owing to gold complex formation. Then, it became
dark brown. The solution was refluxed for 2 h. The round-bottom
flask was then cooled in an ice/water bath. The NPs were separat-
ed from the supernatant by centrifugation, twice at 10 000 rpm for
1 h. The pellet was washed once with Milli-Q water at 10 000 rpm
for 30 min. The final red–pink NPs were re-suspended in 15 mL
Milli-Q water.

Spectrophotometric Measurements

Electronic absorption spectra of the NPs were recorded by using
Jasco V-630 and Jasco V-650 UV/Vis spectrophotometers (Easton,
MD, UK from the Proteomass-BIOSCOPE Facility lab). In both cases,
the spectrophotometric characterization and titrations were per-
formed by preparing stock solutions in milli-Q water in 10 mL volu-
metric flasks. The studied solutions were prepared by appropriate
dilution of the stock solutions. In all cases, 1 cm optical-path
quartz cells were used (Hellma QXX).

To determine the coordinative characteristics of the functionalized
NPs and sensorial effects, the absorption spectra in the absence
and in the presence of a known concentration of different metal
ions (Na+ , K+ , Hg+ , Mg2 + , Ca2 + , Mn2 + , Cu2 + , Zn2 + , Cd2 + , Hg2+ ,
Pb2 + , Cr3 + , Fe3 + , Al3+ , Ga3 + , and In3 +) were recorded. The spectra
were recorded with the increased addition of metal ions. All meas-
urements were performed at a controlled temperature of 298 K.

DLS and Z Potential Measurement

The Z potential of each sample was measured by using a Malvern
Zetasizer Nano series (Worcestershire, WR14 1XZ, UK) from Proteo-
mass Scientific Society–BIOSCOPE Facility Lab. The measured solu-
tion was obtained by centrifugation for 10 min at 8000 rpm, and
the obtained pellet was re-suspended in the previously prepared
pH solution. Samples were analyzed by using a folded capillary cell
at room temperature.
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TEM Measurements

The TEM images were obtained by using a JEOL JEM 1010F trans-
mission electron microscope from the CACTI, University of Vigo
(Spain), operating at 100 kV. Samples were prepared by dropping
5 mL of the colloidal suspension on a copper grid coated with
a continuous carbon film, and the solvent was allowed to evapo-
rate. TEM images were characterized by using Image J software.
Histograms were prepared by counting a minimum of 100 NPs per
sample.

Metals Screening—CLARIOstar

The screening of metals ions was performed by using a CLARIOstar
system, BMG Labtech (220–900 nm) in water from the Proteomass
Scientific Society–BIOSCOPE Facility Lab. The studies were carried
out by preparing aqueous solutions of metals with concentrations
between 1.10¢3 and 1.10¢4 m. Concentrations of NPs were normal-
ized to have an absorbance equal to 0.2. By using the 96-well-plate
CLARIOstar system, the NPs were added to wells with the required
amount of each metal.

NPs Concentration and Inductively Coupled Plasma–Atomic
Emission Determination

The Ag concentration in the AgNPs@TC samples was determined
by using inductively coupled plasma analysis, using an Horiba
Jobin–Yvon (France, model Ultima), equipped with an RF of
40.68 MHz, a 1.00 m Czerny–Turner monochromator (sequential),
and an AS500 autosampler. Concomitant metals analysis for the
determination of the simultaneous presence of Hg, As, Se, Sb, and
Sn was perform in the REQUIMTE-FCT-UNL analytical laboratory.

The total NP concentration (NPs + TC) was calculated by drying
1 mL of a lyophilized solution of NPs in an Eppendorf tube. The
obtained solid was weighed with a Mettler Toledo, Model AT21, mi-
crobalance.

Bacteria and Growth Conditions

Bacterial strains considered in this study are described in Table 2.
Strains tested were E. coli ST648 and S. aureus ST398, both resistant
to TC, and the control strains E. coli K12 and S. aureus ATCC 25923,
susceptible to TC. Bacteria were seeded on BHI medium agar
(Oxoid) and incubated at 35 8C�2 8C for 18–20 h.

Preparation of Antibiotic and NP Stock Solutions

The AuNPs@TC solution was diluted to 60.9, 45.7, and a 32–
0.125 mg mL¢1 range, and tested on all bacteria. The AgNPs@TC

(sample 1) solution was diluted to 35.5, 26.6, 25, 20, and a 16–
0.25 mg mL¢1 range, and tested on all bacteria. The AgNPsTC-2
(sample 2) solution was diluted to 62.3, 46.7, 40, and a 32–
0.25 mg mL¢1 range, and tested on all bacteria. TC was tested on
a range of 256–0.25 mg mL¢1 for E. coli and 1024–0.5 mg mL¢1 for
S. aureus. Positive (inoculated medium) and negative controls
(medium supplemented with NPs/antibiotic) were included for all
tests. All tests were performed in triplicate.

Determination of the MIC of the NPs

The MIC assay was determined by using the broth-microdilution
method to determine antimicrobial effect of thee functionalized
NPs on S. aureus and E. coli.[29] A total of three 96-well sterile micro-
liter trays were filled with 100 mL of Luria–Bertani (LB) broth
medium (Sigma–Adrich) and appropriate antibiotic dilutions. Each
set was inoculated aseptically with 10 mL of respective bacterial
suspension (106 CFU mL¢1). An antibiotic-free control row was con-
sidered in each plate. The pH measurement was determined for
the first dilution well in each row, after inoculation.

Plates were sealed with Parafilm and incubated with shaking at
35 8C�2 8C for 18–20 h with aeration. Each experiment was per-
formed in duplicate. MICs were recorded by the naked eye deter-
mining the lowest concentration that locked bacteria growth.

The effect of NPs on individual bacterial isolates was determined
according to the following protocol. The 18 h cultures of bacterial
strains that resulted from MIC testing were directly inoculated in
fresh LB medium on 60 mm Õ 15 mm plates (100 mL total per
sample). Control cultures without NPs were included in all experi-
ments. The number of colony-forming units (CFUs) recovered after
incubation for 18–20 h at 35 8C�2 8C with aeration was deter-
mined by plate counting. The number of bacteria present in the in-
oculum was determined for each strain in each experiment. The
colonies present on LB plates for each dilution per sample were
counted and the presence/absence was registered.

The MBC is the lowest concentration of NPs that resulted in no
bacterial growth after 18 h of incubation at 37 8C. Each experiment
was performed in duplicate.
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