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Abstract. Cellulose-based thermotropic and lyotropic liquid crystals can be obtained from macromolecules 

or colloidal particles, such as cellulose nanocrystals. Thermotropic liquid crystals are produced by the effect of 
temperature, while lyotropic liquid crystals occur in solution for a given range of concentration, pressure, and 
temperature. Cellulose liquid crystals can form chiral nematic phases characterized by Bragg-type reflections of 
circularly polarized light. This characteristic is related to a helical structure formed by pseudo nematic layers 
twisted around an optical axis. The helical structure is characterized by the values of pitch and helicity. The later 
can be right- (R) or left- (L) handed. Cellulose liquid crystals are well described in literature. They are a source 
of materials for many applications, including the production of photonic chiral materials. Although many ques-
tions remain unanswered such as the origin of helicity of cellulosic chiral structures and those related to out-of-
equilibrium systems. In this paper, we are focused at the out-of-equilibrium systems obtained from lyotropic cel-
lulose-based liquid crystals. The development of colorful patterns involving the pitch variation in space and time 
of self-organized cellulose cholesteric structures is revised. 
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Аннотация. Термотропные и лиотропные жидкие кристаллы на основе целлюлозы могут быть 
получены из макромолекул или из коллоидных частиц, таких как нанокристаллы целлюлозы. Термотроп-
ные жидкие кристаллы образуются под действием температуры, в то время как лиотропные жидкие 
кристаллы формируются в растворе при заданном диапазоне концентраций, давления и температуры. 
Жидкие кристаллы целлюлозы могут образовывать хиральные нематические фазы, характеризующиеся 
брэгговскими отражениями циркулярно поляризованного света. Эта характеристика связана со спи-
ральной структурой, образованной псевдонематическими слоями, закрученными вокруг оптической оси. 
Закрученная структура характеризуется величиной шага и спиральностью, которая может быть право 
(R) или лево (L) вращающей. Жидкие кристаллы целлюлозы хорошо описаны в литературе и являются 
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источником материалов для многих приложений, включая производство фотонных хиральных материа-
лов. Хотя еще предстоит ответить на многие вопросы, такие как происхождение спиральности целлю-
лозных хиральных структур и изучение неравновесных систем. В этой статье рассматриваются нерав-
новесные системы, полученные на основе лиотропных жидких кристаллов целлюлозы. Пересмотрено раз-
витие цветных узоров, включающее вариацию шага спирали в пространстве и времени, самоорганизаван-
ных холестерических структур целлюлозы. 

Ключевые слова: жидкие кристаллы, целлюлоза, лиотропные системы на основе целлюлозы, само-
организованный хиральный нематик, открытые термодинамические системы, механизмы реакции-диф-
фузии 
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Inspiring spatial and temporal evolving  
colourful patterns in Nature 

 
The spatiotemporal evolution of patterns in na-

ture is an inspiration to develop materials with differ-
ent functionalities from the same starting formulation.  

One example is the eyespots on feathers of adult 
peacocks. The eyespots, along their radius, present a 
repetition of colours changing from blue at the centre 

to green, bronze, green, bronze, to green at the peri-
phery [1]. The formation of the eyespot colours com-
prises different stages that appear progressively, star-
ting with the appearance of a dark brown at the middle 
in young peacocks, changing to the sequence of vivid 
colours observed in the adult eyespot [2]. The colours 
formation in the eyespots evolves over approximately 
3 years [1, 2] (Fig. 1). 

 

 
 

Fig. 1. Handmade sketches that illustrate the patterns exhibited by the feathers of a young  
(two sketches on the left) and an adult peacock (sketch on the right) 

 

Other designs involve the sequence of concen-
tric coloured circles, which are blue, green and red 
from the centre to the periphery as the spots observed 
on Pachyrrhynchus congestus pavonius [3]. Reaction-
diffusion models, firstly evidenced by Belousov–
Zhabotinsky reaction [4, 5] and addressed later by Tu-
ring [6], were suggested to describe the patterns for-
mation of eyespot [7] as well as the spots exhibited by 
the Pachyrrhynchus congestus pavonius [3]. Strong 
coloration associate to living systems was also found 
in fossils with 40 million-years [8], as those of the leaf 
of the beetle Chrysomelidae found in Eckfeld (Ger-
many) [9]. This is an indication that this type of natural 

coloration does not easily bleach or suffer from discol-
oration like conventional pigments. These colors are 
usually referred as structural colors and are associated 
with the interference of light reflected from structures 
exhibiting periodicity on scales in the range of visible 
wavelengths [2].  

Structural colors can be obtained from biocom-
patible and environmentally friendly materials and 
have attracted much attention because they represent 
an alternative to the use of fossil fuel-based materials 
[10, 11]. Cellulose is one of these friendly materials 
that can develop structural colors if prepared from liq-
uid crystalline phases.
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Cellulose structural colours 

 
Cellulosic chains are considered as semirigid 

molecules and in this brief note we are interested in 
lyotropic systems. The formation of lyotropic liquid 
crystalline phases from cellulose derivatives involves 
the stiffness of the polymer, which is well described 
by the persistence length ( ) of the polymeric chain.  
To determine the critical volume fraction (C*(v/v)) of 
polymer for the appearance of cellulosic liquid crystal-
line phase, the theory of Flory for a semirigid chain is 
commonly used [12]. According to Flory, C*(v/v) is 
given by the expression:  

∗ ,	 

where x = / , and  is the hydrodynamic diameter 
of polymeric chain. One of the most striking features 
of cellulose liquid crystalline systems is the develop-
ment of coloured structures for a range of concentra-
tions above C*(v/v). The observed colouration is due 
to the self-assembling of molecules in a helicoidal ar-
rangement existing in chiral nematic liquid crystal or-
ganisation. At wavelengths matching the pitch of the 
supramolecular helicoidal structure, circularly polari-
zed light is reflected. This reflection is selective being 
right-circularly polarized light reflected by right-
handed chiral nematic structures, while left-circularly 
polarized light is reflected by left-handed helicoidal 
structures. According to de Vries theory [13], the ma-
ximum selective reflection (λ0) of the reflectance spec-
tra, taken at normal incidence, is related to the pitch 

value (P) by the expression: λ0 = P, where  is the 
average refraction index of the material. The band-
width values measured at half height of the reflectance 
spectra are given by Δλ = PΔn, where Δn is the bire-
fringence of sample.  

The optical as well as the chiroptical behaviour 
of cellulosic liquid crystalline systems have been well 
addressed in literature by different reviews published 
over the years (some examples are in [14–16]). It was 
reported that many parameters influence the pitch and 
handedness of chiral nematic structure. Among them 
are polymer molecular weight, structure and substitu-
tion degree of side chains covalently attached along 
cellulose main chain, temperature, pressure and in lyo-
tropic phases – type and concentration of solvent. 

In addition to cellulose-based macromolecular 
liquid crystalline phases, colloidal suspensions of cel-
lulose nanocrystals (CNCs) are also known to origi-
nate lyotropic phases. Cellulose nanocrystals are ob-
tained from different sources that include filter paper, 
cotton, and wood pulps. More usually, sulfuric acid is 
used to hydrolyse cellulose fibres resulting in sul-
phated CNCs, which makes CNCs stable in aqueous 
suspensions. Above a certain critical concentration of 
CNCs, the suspension separates into an isotropic low-
density phase atop of an anisotropic phase [17]. The 
anisotropic phase is chiral nematic with the pitch 
above the visible range, while dried films can show iri-
descence [18, 19]. Perpendicular and oblique cross 
sections of CNCs solid films (Fig. 2) show characte-
ristic Bouligand plywood structures [20].  

 

 
 

Fig. 2. Scanning electron microscopy (SEM) photos showing the cross section of a solid film obtained from an aqueous 
suspension of CNCs: a – Superimposed parallel planes forming the twisted cellulosic structure. From plane to plane the 
nanostructures rotate by a small and constant angle. The pitch of the helicoidal structure is the distance that corresponds  

to a 360° rotation. b – Oblique section to the planes define that the helicoidal structure appears as nested arcs 
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Colours arising from the chiral nematic struc-

ture of cellulose-based liquid crystals are well known 
and firmly recognised in literature. However, the study 
of open thermodynamic cellulose liquid crystalline 
systems and the evolution of moving colourful patterns 
was less addressed. The out-of-equilibrium systems 
rely in 2D-preparations and droplets obtained from 
cellulose-based liquid crystalline solutions in which 
the solvent was allowed to evaporate. All these sys-
tems form cellulose-based chiral mesophases and co-
loured ring patterns, but quite different mechanisms 
for their formation are involved. Some examples des-
cribed in literature include the development of 
Liesegang-type structures in non-equilibrium suspen-
sions of cellulose nanocrystals and l-(+)-tartaric acid 
(l-(+)-TA) [21], the coloured “coffee ring effect” ob-
served in dried CNCs droplets [22] and the moving 
colourful concentric rings radiating in-wards from the 
periphery of quasi 2D-preparations observed in liquid 
crystalline solutions of hydroxy propyl methyl cellu-
lose (HPMC) in trifluoroacetic acid (TFA) [23].  

For Liesegang-type structures in non-equilibrium 
suspensions of CNCs and l-(+)-TA, the segregation bet-
ween tartaric acid molecules and the cellulose nanorods 
associated with the solvent evaporation was found to pro-
mote the development of concentric rings from the centre 
to the border of the sample [21]. 

The “coffee ring effect” observed in dried drop-
lets of CNC suspensions consists of periodic ring pat-
terns appearing near the periphery of the dried sample. 
The deposition of CNCs occurs periodically during 
solvent evaporation for droplets with pinned contact 
lines [22]. 

In this paper, the self-organization of 
HPMC/TFA lyotropic nematic chiral solutions under 
non-equilibrium conditions is revised. Emphases is 
given to the formation of spatial and temporal evolving 
colourful patterns. Chemical reaction – diffusion mecha-
nisms with the evaporation of solvents at the boundaries 
in quasi-2D and 1D cellulosic systems are considered. 

 
Lyotropic liquid crystalline solutions of cellulose 

derivatives in trifluoroacetic acid 
 
To address the recent results related to 

HPMC/TFA system, we must go back to works, where 
TFA was first used to obtain lyotropic cellulose-based 
liquid crystals. 

It was during the eighties that intense work was 
made with cellulose lyotropic systems in the presence 
of trifluoroacetic acid. The work in these systems 

started after the investigation by Panar and Willcox 
[24] that showed the formation of a liquid crystalline 
phase of cellulose triacetate (CTA) in the presence of 
a mixture of TFA and chlorinated alkanes. Other in-
vestigations were dedicated to the study of cellulose 
acetate and triacetate in TFA. The influence of the sol-
vent acidity upon the mesophase formation and the 
pitch value was also tested using TFA-CH2Cl2, TFA-
ClCH2CH2Cl, TFA-CHCl2. Sixou et al. [25] showed 
the influence of the polymer molecular weight upon 
the chiroptical characteristics of the liquid crystalline 
phase. Meeten and Navard [26] added water to TFA 
and proofed that besides a CTA/TFA+H2O 
mesophase, a gel formed. The gel formation was at-
tributed to crosslinks due to hydrogen bonding. 

Some interesting experimental results were ob-
tained when the solutions were observed in time. The 
ageing of the solutions was found to produce: (i) an 
exponential increase of the pitch [27–29], (ii) a rever-
sal of the handedness of the nematic chiral supramo-
lecular helicoidal structure [30], and (iii) the develop-
ment of an isotropic phase [27, 28]. The authors re-
ferred that mesophase optical properties were studied 
as thin samples prepared between glass plates, but no 
allusion was made related to the solvent evaporation at 
boundaries.  

The characteristics (i), (ii) and (iii) of the system 
were attributed to different factors, which included a 
chemical modification of the cellulose derivative in the 
presence of TFA and a relaxation of strains accumu-
lated during sample preparation. The chemical reac-
tion between the acid and the main chain of the cellu-
lose derivative was found responsible for the appea-
rance of isotropic phase due to the hydrolysis of gly-
cosidic linkages [27, 28]. The optical and chiroptical 
properties of the solutions were associated with the 
acetylation of the free hydroxyl groups of cellulose 
side chain substituents by TFA [30, 31]. 

 
Moving colourful waves in cellulosic systems 

 
Recently, the formation of oscillating “travel-

ling” coloured patterns in cellulose-based lyotropic 
liquid crystals was reported [23]. The unexpected be-
haviour was attributed to chemical reaction-diffusion 
mechanisms and solvent evaporation at boundaries. 
The investigated liquid crystalline system, hydroxy 
propyl methylcellulose in TFA (HPMC/TFA), deve-
loped coloured solutions for a given range of TFA con-
centrations, pressure, and temperature. The authors        
reported that the pitch increased with solvent concent- 
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ration, as expected for most cellulose-based lyotropic 
systems. The liquid crystalline system investigated 
showed iridescence and coloration in vials changed 
from red to blue with polymer concentration. The spa-
tiotemporal evolution of the system was investigated 
in closed vials and in samples collected from the vials 

and pressed between two glass plates [23] and inside 
capillaries [31]. In time, the samples constrained in 
different geometries were shown to develop com-
pletely different optical and chiroptical behaviours 
(Fig. 3). 

 

 
 
Fig. 3. HPMC/TFA liquid crystalline system: a – Liquid crystalline solution in the vial, 2 days after sample preparation; 

b – Quasi-2D geometry; c – Quasi-2D geometry between crossed polarizers; d – the same sample as in (c) under circularly 
polarized light in reflection mode. [At the centre of the sample, the sequence of colours results from reflection of the left-
handed circularly polarized light (LCP) (upper image), while at the periphery, the reflected colours are due to the right-
handed circularly polarized light (RCP) (bottom image)]; e and f – POM pictures between crossed polarizers, taken in trans-
mission. The samples were prepared between two glass plates and the anchoring of molecules near the substrates is planar. 
The colour variation from up to bottom (blue to green in e and green to red in f) is due to different pitch values of helical 
structure. The textures  in e and f present oil streaks characteristic of planar nematic  chiral  structures.  Scale  bars  in a and  

                                                       b – 1 cm, c – 1 mm, e and f – 50 µm 
 

 
The authors referred that inside the vials the 

pitch of the solutions decreased (all solutions 
became blue), and after some days similar as for CA 
in TFA, isotropic solutions developed [23]. 

The samples enclosed between two glass 
plates with open boundaries presented a very 
peculiar behaviour. The initial coloured quasi 2D-
preparations developed a series of concentric 
circular-coloured rings with higher pitch values at 
the centre of the sample.  

However, the sequences of new coloured rings, 
which appear always at the border and move in-wards 
until disappearance in the centre of preparation, and the 
reappearance of new ones at the border were reported. 
A reversal of the handedness of nematic chiral phase 
was also observed. The inversion of helix handedness 

involved variation from positive to negative values of 
the helix wave vector ⁄  from sample centre 
to its periphery [23]. 

The authors considered the chemical reaction 
between the cellulose derivative (cell-OH) and TFA: 

	 → , 

the diffusion and evaporation of TFA and water at 
boundaries to explain the observed “travelling 
colours” (Fig. 4). According to reference [23], the 
concentrations [cell-OH], [cell-OCOCF3], [TFA] 
and [H2O] change in space and time due to the 
chemical reaction, diffusion and evaporation. To 
simulate the behavior observed, the authors 
considered the following chemical reactions and 
diffusion equations: 

 

,                     (1) 
 

,          (2) 
 

,                                     (3) 
 

, ,                     (4) 
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where , ,  and  repre-
sent the values of diffusion rate constants of initial 
HPMC, ester (HPMC COOCF ), trifluoracetic acid 
(TFA) and water, respectively. 

To explain the reverse of the handedness of the 
chiral nematic supramolecular helicoidal structure a 
conformational self-arrangement of the cellulosic 
chain was considered [23]. Similar behaviour was ob-
served for samples encapsulated in capillaries [32]. 

 

  
Fig. 4. Travelling cellulose-structural colors in a quasi-2D geometry: a – example of a quasi-2D liquid crystalline sample 
evolution, b – color evolution at the center of sample, c – same as in b but along a line that passes through the center of 
sample, d – numerical simulations of travelling colors with square geometry, e – color evolution at the center of simulated 
square. Reprinted with permission from [23] under the terms of the Creative Commons CC BY license Copyright © 2021, 
The Author(s) 
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Conclusions 

 
The topic of this note is not closed. New experi-

mental protocols and computational tools are needed 
to understand and control the production of novel in-
teractive cellulosic structures with self-oscillating-co-
lourfull patterns. The “fossilization” of these coloured 
patterns, obtained by reaction/diffusion mechanisms, 
into different shaped materials (spheres, cylinders and 
flakes) is one of the main targets that can be achieved 
by crosslinking and/or solvent evaporation. The mate-
rials prepared will provide a toolbox of self-assembled 
(soft and solid) structures, which will be at the geneses 
of natural-coloured particles for water-based inks, in-
cluding aquarelles, which can replace pigments pro-
duced by plastics. The production of structural patterns 
in the liquid state from cellulose, by reaction-diffusion 
mechanisms, and their “fossilization” will represent a 
great contribute to the production of materials with 
low impact on the environment and made by a sustain-
nable resource. 

 
Acknowledgments. This work is co-financed by 

FEDER, European funds, through the COMPETE 2020 
POCI and PORL, National Funds through FCT – Portu-
guese Foundation for Science and Technology and POR 
Lisboa2020, under the projects PIDDAC (POCI-01-0145-
FEDER-007688, Reference UIDB/50025/2020-2023) and 
PTDC/CTM-REF/30529/2017 (NanoCell2SEC) and Action 
European Topology Interdisciplinary Action (EUTOPIA 
CA17139). 

 
References 

 
1. Mishra M. Transformation of colourful pattern of eye-

spot in peacock wing. Current Science. 2014, 107 (2), 
186–188. 

2. Kinoshita S., Yoshioka S., Miyazaki J. Physics of struc-
tural colors. Rep. Prog. Phys., 2008, 71, 076401 (30 p). 

3. Wilts B.D., Saranathan V.A Literal elytral rainbow: 
tunable structural colors using single diamond biopho-
tonic crystals in Pachyrrhynchus congestus Weevils. 
Small, 2018, 14, 46.  
DOI: 10.1002/smll.201802328. 

4. Belousov B.P. Periodically operating reaction and its 
mechanism. Collection of abstracts on radiation medi-
cine for 1958, Moscow : Medgiz, 1959, 145–147  (in 
Russ.). 

5. Zhabotinsky A.M. A history of chemical oscillations 
and waves. Chaos. 1991, 1, 379–386. 

6. Turing, A.M. The chemical basis of morphogenesis. 
Philos. Trans. R. Soc. Lond. B. Biol. Sci., 1952, 237 
(641), 37–72. 

7. Prum R.O., Williamson S. Reaction-diffusion models 
of within-feather pigmentation patterning. Proc. R. Soc. 
Lond. B Biol. Sci., 2002, 269, 781–792. 

8. Mitov M. Cholesteric liquid crystals in living matter. 
Soft Matter, 2017, 13 (23), 4176–4209.  
DOI: 10.1039/C7SM00384F. 

9. McNamara E., Briggs D.E.G., Orr P.J., Noh H., Cao H. 
The original colours of fossil beetles. Proc. R. Soc. 
Lond. B Biol. Sci., 2012, 279, 1114–1121. 

10. Clough J.M., Guimard E., Rivet C., Sprakel J., Kod-  
ger T.E. Photonic paints: Structural pigments combined 
with water-based polymeric film-formers for structur-
ally colored coatings. Adv. Opt. Mater., 2019, 7, 
1900218. 

11. Wang H., Liu Y., Chen Z., Sun L., Zhao Y. Anisotropic 
structural color particles from colloidal phase separa-
tion. Sci. Adv., 2020, 6, eaay1438. 

12. Flory P.J. Molecular theory of liquid crystals. Adv. 
Polym. Sci. 1984, 59, 1–36.  
DOI: 10.1007/3-540-12818-2_5. 

13. de Vries H. Rotatory power and other optical properties 
of certain liquid crystals. Acta Cryst., 1951, 4, 219–226. 
DOI: 10.1107/S0365110X51000751. 

14. Gilbert R.D., Patton P.A. Liquid crystal formation in 
cellulose and cellulose derivatives. Prog. Polym. Sci. 
1983, 9, 115–131.  

15. Nishio Y., Sato J., Sugimura K. Liquid crystals of cel-
lulosics: Fascinating ordered structures for the design 
of functional material systems. Adv. Polym. Sci., 2016, 
271, 241–286. DOI: 10.1007/12_2015_308. 

16. Almeida A.P.C., Canejo J.P., Fernandes S.N., Echever-
ria C., Almeida P.L., Godinho M.H. Cellulose‐based  
biomimetics and their applications. Adv. Mater., 2018, 
30 (19), 1703655.  
DOI: 10.1002/adma.201703655. 

17. Dong X.M., Revol J.-F., Gray D.G. Effect of micro-
crystallite preparation conditions on the formation of 
colloid crystals of cellulose. Cellulose. 1998, 5 (1), 19–
32. DOI: 10.1023/A:1009260511939. 

18. US Patent № 5629055. Solidified liquid crystals of cel-
lulose with optically variable properties / J.-F. Revol, 
D.L. Godbout, D.G. Gray; publ. 1997. 

19. Shopsowitz K.E., Qi H., Hamad W.Y., MacLachlan M.J. 
Free-standing mesoporous silica films with tunable chi-
ral nematic structures. Nature, 2010, 468 (7322), 422–
425. DOI: 10.1038/nature09540. 

20. Bouligand Y. On a twisted fibrillar arrangement com-
mon to several biologic structures. C. R. Acad. Sci. 
Hebd. Seances Acad. Sci. D. 1965, 261, 4864. 

21. Ackroyd A.J., Holló G., Mundoor H., Zhang H.,      
Gang O., Smalyukh I.I., Lagzi I., Kumacheva E. Self-
organization of nanoparticles and molecules in periodic 
Liesegang-type structures. Science Advances. 2021, 7 
(16). DOI: 10.1126/sciadv.abe3801. 

  

  



60                           Жидкие кристаллы и их практическое использование. 2021. Т. 21, № 4 
Liquid Crystals and their Application. 2021. Vol. 21, № 4 

≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡≡ 

 
22. Mu X., Gray D.G. Droplets of cellulose nanocrystal 

suspensions on drying give iridescent 3-D “coffee-
stain” rings. Cellulose. 2015, 22 (2), 1103–1107.  
DOI: 10.1007/s10570-015-0569-3.  

23. Silva P.E.S., Chagas R., Fernandes S.N., Pieranski P., 
Selinger R.L.B., Godinho M.H. Travelling colourful 
patterns in self-organized cellulose-based liquid crys-
talline structure. Commun. Mater., 2021, 2 (1), 1–10. 
DOI: 10.1038/s43246-021-00182-7. 

24. German Patent № 2705382. Anisotrope spinnmmassen 
und verwendung derselben optisch / Panar M., Will- 
cox O.B.; publ. 1977. 

25. Dayan S., Maissa P., Vellutini M.J., Sixou P. Phase     
diagram of mesomorphic cellulose derivatives solu-
tions. J. Polym. Sci., Polym. Lett. Edn., 1982, 20 (1), 33. 

26. Meeten G.H., Navard P. Gel formation and liquid crys-
talline order in cellulose triacetate solutions. Polymer, 
1983, 24 (7), 815–819.  
DOI: 10.1016/0032-3861(83)90195-7. 

27. Patel D.L., Gilbert R.D. Mesomorphic solutions of cel-
lulose triacetate in halogenated organic acids and mix-
tures of trifluoroacetic acid and dichloromethane. J. 
Polym. Sci., Polym. Phys. Ed. 1981,19 (9), 1449–1460. 

28. Patel D.L., Gilbert R.D. Mesomorphic solutions of cel-
lulose triacetate in trifluoroacetic acid halogenated sol-
vent mixtures: Phase separations and factors affecting 
the cholesteric pitch. J. Polym. Sci., Polym. Phys. Ed. 
1983, 21, 1079–1090. 

29. Lematre J., Dayan S., Sixou P. Anisotropic Solutions of 
Cellulose Acetate in Trifluoroacetic Acid. Proof of 
Cholesteric Order by Circular Dichroism. Mol. Cryst. 
Liq. Cryst. 1982, 84, 267–273. 

30. Ritcey A.M., Holme K.R., Gray D.G. Cholesteric pro-
perties of cellulose acetate and triacetate in trifluoroa-
cetic acid. Macromolecules. 1988, 21 (10), 2914–2917. 

31. Godinho M.H. Contribuição para o estudo dos 
polímeros líquidos cristalinos derivados da celulose. 
PhD thesis. Lisbon, 1992.  

32. Chagas R., Silva P.E.S., Fernandes S.N., Žumer S., 
Godinho M.H. Playing the blues, the greens and the 
reds with cellulose-based structural colours. Faraday 
Discussions, 2020, 223, 247–260. 

 
 
Contribution of the authors: 
Godinho M.H. supervised and directed this project. Drew 
the handmade sketches in Fig. 1 and wrote the manuscript. 
All the authors contributed equally to the design, assem-
bling of the figures, experimental results, improvement and 
editing of the manuscript. 
 
The authors declare no conflicts of interests. 

 
Silva P.E.S. – orcid: 0000-0002-8783-8740 
Rosa R.R. – orcid: 0000-0003-1767-3511 
Chagas R. – orcid: 0000-0003-4337-5956 
Fernandes S.N. – orcid: 0000-0002-7871-6717 
Godinho M.H. – orcid: 0000-0002-9760-5983 
 

 
 
 

Поступила 16.09.202, одобрена 5.10.2021, принята 10.10.2021 
Received 16.09.2021, approved 5.10.2021, accepted 10.10.2021 

 
 


